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Consultancy Details 

 

Sl.No. Financial Year Client Details Tests Carried out Faculty Involved 

1.  
2017 - 2018 Sterling & Wilson Pvt Ltd 

Test on Bricks A.Manicka Mamallan AP/Civil, 

Mr.M.Suriakumar LT/Civil 

2.  
2017 - 2018 Sterling & Wilson Pvt Ltd 

Test on Water sample to assess its 

suitability for construction purpuse 

R.Chitra Devi AP/Civil, Mr.C.Munichelvam & 

Mr.P.Veeramuthu 

3.  2017 - 2018 
Nadar Matriculation Higher 

Secondary School 

 

Standard Penetration Test 
R.Muruganatham AP/Civil A.Manicka 

Mamallan, Mr.P.Veeramuthu, 

Mr.M.Suriakumar LT/Civil 

4.  
2017 - 2018 Sakthi Roofing & Ceiling 

Test On Bricks, Impact test on coarse 

aggregate,Bulking content for sand 

A.Manicka Mamallan AP/Civil, 

Mr.P.Veeramuthu LT/Civil 

5.  
2017 - 2018 Darling Bricks 

Teat on Bricks A.Manicka Mamallan AP/Civil, 

Mr.P.Veeramuthu LT/Civil 

6.  
2017 - 2018 RVP Builders 

Sieve analysis on M sand (Flooring) A.Manicka Mamallan AP/Civil, 

Mr.P.Veeramuthu , Mr.M.Suriakumar LT/Civil 

7.  
2017 - 2018 RVP Builders 

Mix Design on M20 Using M Sand A.Manicka Mamallan AP/Civil, 

Mr.P.Veeramuthu , Mr.M.Suriakumar LT/Civil 

8.  
2017 - 2018 Sakthi Roofing & Ceiling 

Sirve analysis for GSB A.Manicka Mamallan AP/Civil, 

Mr.P.Veeramuthu LT/Civil 
9.  

2017 - 2018 RVP Builders 
Test on Water sample to assess its 

suitability for construction purpuse 

C.Subha AP (Sr.G.)/Civil, Mr.C.Munichelvam, 

Mr.M.Suriakumar& Mrs.R.Chitra 

10.  
2017 - 2018 

Chettinad Construction 

Engineers 

Mix Design on M20 using m Sand A.Manicka Mamallan AP/Civil, 

Mr.P.Veeramuthu , Mr.M.Suriakumar LT/Civil 
 


