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Consultancy Details 

Sl.No. Financial 

Year 

Client Details Tests Carried out Faculty Involved 

1.  2018 - 2019 
Sterling & Wilson 

Pvt Ltd 

Mix Design on M 25 using M Sand A.Manicka Mamallan AP/Civil, Mr.P.Veeramuthu, 

Mr.M.Suriakumar LT/Civil 

2.  2018 - 2019 
Sterling & Wilson 

Pvt Ltd 

Test on Bricks 
R.Muruganatham AP/Civil, Mr.M.Suriakumar LT/Civil 

3.  2018 – 2019 
Sterling & Wilson 

Pvt Ltd 

Test on Concrete Cubes for 7 days 
R.Muruganatham AP/Civil, Mr.M.Suriakumar LT/Civil 

4.  2018 – 2019 
Sterling & Wilson 

Pvt Ltd 

Sieve analysis for M Sand,Silt Content 

for M Sand,Mix Design on M25 Using 

M Sand 

A.Manicka Mamallan AP/Civil, Mr.P.Veeramuthu, 

Mr.M.Suriakumar LT/Civil 

5.  2018 – 2019 
Multitech 

Associates 

Standard Penetration Test G.Karthikeyan AP (Sr.G.)/Civil & A.Manicka Mamallan 

AP/Civil, Mr.P.Veeramuthu, Mr.M.Suriakumar LT/Civil 

6.  2018 – 2019 
Nadar Nursery 

School 

Standard Penetration Test D.Darling Helen Lydia AP/Civil,  A.Manicka Mamallan 

AP/Civil, Mr.P.Veeramuthu & Mr.A.Arumugaganesh 

LT/Civil 

7.  2018 – 2019 Eastern Pack 
Standard Penetration Test A.Hari Rama Lakshmi AP/Civil,  A.Manicka Mamallan 

AP/Civil, Mr.P.Veeramuthu, Mr.M.Suriakumar LT/Civil 

8.  2018 - 2019 
Dhavich Design 

and Buildings 

Standard Penetration Test A.Manicka Mamallan AP/Civil, Mr.P.Veeramuthu 

LT/Civil 

9.  2018 - 2019 Darling Bricks 
Test on Bricks D.Darling Helen Lydia AP/Civil , Mr.P.Veeramuthu 

LT/Civil 

10.  2018 - 2019 

KKV 

Constructions Pvt. 

Ltd. 

Specific gravity test, Sieve analysis 

test, Silt Content test, Compression 

test on concrete cubes 

R.Kalaimani AP/Civil, Mr.P.Veeramuthu LT/Civil 

11.  2018 - 2019 

KKV 

Constructions Pvt. 

Ltd. 

Crushing Strength test(12.50mm), 

Abrasion Value test(12.50mm),Impact 

Value(12.50mm),Water Absorption 

test(12.50mm&20mm),Specific 

gravity test(12.50mm&20mm) 

J.Ram Prashath AP/Civil, Mr.P.Veeramuthu LT/Civil 

12.  2108 – 2019 PWD,Rajapalayam Test on Concrete Cubes for 14 days R.Muruganatham AP/Civil, Mr.P.Veeramuthu LT/Civil 
 


